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ABSTRACT

Progress is suimiarized in the following study areas : (1) eutectlc
studies in the Si~N~-MgO-SiO~ system relating eutectic compositions and
temperatures to fabrication, microstructure and mechanical properties;
(2) evidence for high temperature cavitation crack growth in polyphase
S1~N~ materials;(3) estimates of the time required for the stress induced
penetration of a liquid from triple points to locations between grains; (4) the
reaction of Fe with polyphase Si~N~ to form surface pits during oxidation
which lead to strength degradation,(

’5) creep behavior of polyphase
Si~N~/MgO alloys in relation to the MgO/SiO~ molar ratio and
cavitation ..
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I. PROGRESS SUMMARY

Significant progress has been made during the last contract year in
understanding the high temperature mechanical properties of polyphase
S13N4 materials. The following paragraphs will siim,arlze this progress
with reference to the detailed work presented in the appendices of this
report .

Eutectic Studies in the S~~N4_Si2N2Q~~92SiO4
_MgO System:

Appendix I (Sub. to J. Pmer . Ceram. Soc.)
Previous strength/compositional results suggested that the high

temperature mechanical properties of hot-pressed S13N4 may be related to
eutectics within the system. Melting experiments were used to determine
several important eutectic compositions and temperatures. The effect of CaO
(a detrimental impurity) on the melting temperature of the ternary eutectic
was also determined, showing that certain compositions with this system,
containing CaO as an impurity, can contain an equilibrium liquid as part of
its microstructure at temperatures as low as —1325°C. The comb ined effect
of other Impurities is expected to lower this temperature. The eutectic
composition occurred at a MgO/Si02 molar ratio of 1.6, which is coincident
with the strength minima observed at 1400°C in a previous study. This work
concluded that the degradation of the sub-solidus mechanical properties of
S13N4 will be related to the eutectic temperature. When all secondary
phases are crystalline, degradation will be precipitous at the eutectic
temperature. When non-equilibrium conditions prevail ~the case of an
amorphous phase), degradation will not be as rapid , but it will begin at
several hundred degrees below the eutectic temperature due to the gradual
decrease In viscosity as the melting eutectic temperatures of the amorphous
phase Is approached. In either case, the volume fraction of the viscous phase
wi l l Increase as the gross compositi on (S13N4, S102, MgO) approaches
that of the eutectic and/or the amount of the CaO Impurity is increased.

C/0594A/cb
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Evidence for Cavitation Crack Growth In Polyphase Sit:
Appendix II (Sub. to J. Pmer. Ceram. Soc.)
Slow—crack growth is the phenomenon responsible for the high

temperature strength degradation exhibited by polyphase S13N4 materials.
Because the high temperature microstructure of these materials are believed to
contain a viscous phase, models have been suggested to explain slow—crack
growth by the formation of cavities within the viscous phase within the stress
field ahead of the crack and the linking of these cavities to cause slow crack
growth. This model has been verified by direct observation. Material
underlying the high temperature fracture surface is observed to contain
cavities and grains which had separated during crack growth. Evidence exists
for a viscous phase between the separated grains, and direct evidence for the
extension of secondary cracks by cavitation crack growth was also obtained.

Stress Induced Penetration of Liquid Between Grains by Solution -
Reprecipitation: Appendix III (accepted for pub., J. Mat. Sd .)
Recent high resolution electron microscopy has indicated that the

amorphous phase in polyphase S13N4 is predominantly located at grain
junctions and only occasionally observed as a thin layer between adjacent
grains. Since existing models to explain creep and slow-crack growth relie on
the assumption that the viscous phase initially separates adjacent grains , a
theoretical study was initiated to estimate the conditions for the penetration
of a liquid , Initially located at a triple point, to locations between the
grains. Estimates of the time required to completely penetrate grain
boundaries was modeled using a solution-reprecipitatlon mode of material
transport and fracture mechanics concepts to derive the chemical potenti al
driving force. Diffusion data for the transport of Si in liquid silicates and

the Stokes—Einstein relation relating viscosity to diffusion coefficients were
both used to derive the flux of material through the liquid. Both approaches
estimate short penetration periods (“.30 seconds) under moderate stress near
the melting point of liquid silicates . For such conditions, the liquid
silicates can be considered for all practical purposes, as a thin layer
between adjacent grains .

C/0594A/cb3
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Reaction of Iron with Si~ 4~ Materials to produce Surface
Pitting : Appendix IV (accepted for pub., J. Mier. Ceram. Soc.)
Previous work had shown that large surface pits are formed during the

high temperature oxidation of polyphase S13N4/MgO alloys. Pitting is not
observed for other Si3N4 materials, e.g., S13N4/Y203 alloys.
These surface pits can cause severe strength degradation . Surface pitting
suggested the presence of heterogeneously distributed reactive sites. Since
Fe containing Inclusions are found on the surface of these materials, the
reaction of Fe with different Si3N4 alloys was investigated. Results
showed that surface pitting produced during the oxidation of S13N4/MgO
alloys can be caused by Fe, and that the reactivity/pitting increases as the
MgO/S102 molar ratio Is increased. It is presumed that the reaction of FeO
(or a higher oxide) with the oxidation products of Si3N4/MgO alloys, v iz.
Si02, MgS1O3 and Mg2SiO4 forms low temperature eutecti cs and thus
increases at oxidation/reactivity at these locations to form surface pits.

Dense Silicon Nitride Ceramics: Fabrication and Interrelation with
Properties: Appendix V (accepted for pub., cont. Proc., Fabrication
of Ceramics, N.C. State Un iversity)
Interrelations between raw materi als, fabrication , phase equilibria ,

mechanical properties and oxidation resistance of polyphase Si3N4
materials was reviewed.

Suninary of Creep Results (current work in progress, not written for
publication)
An axial high temperature extensometer with S13N4 cross pi eces

and A1203 rods was constructed for compressive creep testing of
rectangular (Approx. 0.3 x 0.3 x 1.0 cm) specimens in air at elevated
temperatures. A linear differential vari able transformer was to measure the
displacements between the S13N4 cross beams to an accuracy of +0.0002 cm.
An Instron testing machine was used in its load cycle mode to apply a load to
the specimen which cycled +3% of the desired load . Initial testing was

C/0594A/cb
4

_ _ _ _  _ _ _ _ _ _ _ _ _  _ _ _ _



~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~

Rockwell International
Science Center

SC5099.1IR

performed at 14000C to determine the creep behavior of Si3N4/MgO alloys
as a function of the MgO/Si02 molar ratio. To date, 6 different
compositions have been examined from two different compositional series, each
containing 83.5 M/o and 75 Mb S13N4, respectively. Testing was performed
by loading each specimen to various stress levels and obtaining steady—state
at each level. Two specimens were examined for each material . Behavior
between stress levels of 175 MPa (25,000 psi) and 700 MPa (100,000 psi) was
examined. An initial period was consumed In working out many of the bugs
associated, primarily, with the function of the ceramic extensometer and
specimen alignment .

Results to date have lead to many interesting observations: First, as
expected, higher creep rates are obtained as either the MgO/Si02 molar ratio
+ 2 or as the Si3N4 content is decreased. This observation Is consistent
with eutectic studies (Appendix I) which Indicate that such materials should
contain a higher volume fraction of the viscous phase. Second, the stress
exponent (n) systematica l ly changes with MgO/S102 molar ratio. Values of
n— i are obtained as the MgO/Si02 ~ 0 or oo (compositions that approach
either the S13N4-S12N2O tie line or the S13N4-MgO tie line ,
respectively) and values of n a 1.5—2 are obtained as the MgO/Si02 .2.
This observation suggests that the dominant creep mechanism changes with the
MgO/S102 molar ratio, (values of n— i suggest diffusional control , e.g.,
diffusion within the viscous phase; values of n~~2, currently, have no
theoretical meaning). Third, large residual stresses (opposite in sign to
those Imposed during testing) are present upon unloading the specimen, these
residual stress decay away and cause the specimen to change its length In the
opposite direction as that observed during the creep experiment. This third
observation was evident by a) removing the applied load and watching the
specimen reload the machine and b) unloading to a lower stress and observing
the residual stress decay as the creep curve returned to Its expected form.
The first of these observations would not have been evident In a dead-weight
testing machine .

C/0594A/cb
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A high precision sink-float technique has been developed to measure
the density of S13N4 materials to detect the presence of cavities produced
during creep. The technique invo lves mixing methylene iodine
(p  a 3.325 9n/cc) and neothane (P a 1.3 9n/cc) together to produce a liquid in
which the specimen will neither sink ncr float at a measured temperature.
Density measurements of the liquids by the usual pycnometer technique over a

small temperature range allows the density of the specimen to be determined to
the third place past the decimal. Preliminary density measurements have been
performed on crept and uncrept specimens . Table I sumari zes these
preliminary results .

TABLE I

Material Stress Exponent % Strain % Density % Density/% Strain
(MgO/S102 Ratio n After Test Decrease Ratio

0.25 0.8 2.3 0.24 0.1
1.7 1.6 2.4 1.65 0.7
5.0 1.]. 3.3 0.62 0.2

As shown in Table I, exensive cavitation occurs for materials with a
stress exponent >1.5, whereas very little cavitation occurs when the stress
exponent is —1. Current thinking indicates that cavitation (grain separation)
may be the accomodatlon mechanism for one group of materials (viz when
MgO/S102 - ‘2, n— 2) and diffusional process may be the accomodating
phenomenon for the other group of materials. Systematic work is now in
progress to determine the relation between cavitation and strain rate.

C/0594A/cb
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1. “Eutectic Studies In the Si3N4-S12N2O—Mg2SiO4—MgO
System,” F. F. Lange, Submitted to J. Mer. Ceram. Soc.

2. “Evidence for Cavitation Crack Growth in Polyphase Si3N4,”
F. F. Lange, submitted to J. ~mer. Cerain. Soc.

3. “Stress Induced Penetration of a Liquid Between Grains by Solution
Reprecipitation,” F. F. Lange, in press, J. Mat. Sd .

4. “Reaction of Iron with S13N4 Materials to Produce Surface
Pitting,” F. F. Lange, in press, J. Mier. Ceram. Soc.

5. “Dense Silicon Nitr ide Ceramics: Fabrication and Interrelations with
Properties,” F. F. Lange, in Press, Conf. Proc. Fabrication of
CeramiCs .

III. PERSONNEL INVOLVED

F. F. Lange
A. 6. Evans
B. Davis
M. G. Metcalf

IV. COUPLING ACTIVITIES

Discussions with L. J. Gauckler of Max Plunk Institute in Stuttgart
have been most helpful In the eutectic study.
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EUTECTIC STUDIES IN THE S13N4-Si2N2O-Mg2SIO4-MgO SYSTEM

F.F. Lange SC5099.1IR

Rockwell International Science Center

Thousand Oaks, California 91360

ABSTRACT

Melting experiments have established three important eutectics in this

system: 1) the Si3N4—Mg2S1O4 binary eutectic composition ,

O.2S13N4 + O.8p1g2SI04 at 1560°C, 2) the SI2N2O-Mg2SiO4 binary

eutectic composition , O.4Si2N2O + O.6Mg2SiO4 at 1525°C, and 3) the

SI3N4-S12N2O-Mg2SiO4 ternary eutectic composition , O.1Si3N4 +

O.3S12N20 + O.6Mg2S1O4 at 1515°C. Systematic replacement of MgO with

CaO in the ternary eutectic reduced its melting temperature to 1325°C for

a MgO/CaO molar ratio of 0.67. The results of this study are discussed in

relation to fabrication, mi crostructure and high temperature strengths.
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In a recent paper,~ it was shown that the high temperature strength of

Si3N4 hot-pressed with the aid of MgO is strongly dependent on the

MgO/S1O2 molar ratio. At 1400°C, strength minima were observed in three

different compositional series when the MgO/Si02 molar ratio approached 2.

Since the high temperature strength behavior of polyphase 513N4 alloys is

believed to be governed by a liquid phase, these new strength-compositional

observations suggested that the content of the liquid phase, and thus the

strength, should be related to the eutectics within the system. Work was

therefore initiated to determine eutectic compositions and temperatures within

the portion of the Si3N4-S102-MgO system where Si3N4 is known to be

an equilibrium phase.1 Since the impurity, CaO, is known to degrade the

high temperature strength of Si3N4/MgO alloys,
2 the effect of CaO on the

melting temperature of one of the ternary eutectics was also investigated .

The results of this work will be discussed in terms of the expected

equilibrium and non-equilibr ium microstructures of these polyphase materials

and the effect of these mi crostructures on the high temperature mechanical

properties.

2. EXPERIMENTAL

Previous work had established that Si3N4 is an equilibrium phase in

two compatability triangles of the Si3N4-Si02-MgO system:
1

S13N4-MgO-M92SIO4 and Si3N4-Si2N2O-Mg2SiO4. This work

also indicated that the eutectics associated with these two compatibility

tri angles might be close to th Mg2SiO4 end member. Thus, the

investigation to determine eutectic compositions and temperatures was

2 
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concentrated In the Mg2S1O4 rich region of the Si3N4-Si 2N2O -

Mg2SiO4-MgO system.

A carbon heating system was chosen for this investigation to duplicate the

atmoshperic conditions used during the hot-pressing of Si 3N4 materials.

Melting experiments were chosen to determine the eutectics of interest. Seven

master compositions of composite powders containing S13N4, Si02 and MgO

were prepared by liquid milling in plastic bottles containing tungsten carbide

milling media. Compositions within the compositional area defined by the

seven master batches (see Fig. 1) were prepared by m ixing proper proportions

of two or more of the master compositions with a morter and pestle. Each

composition was pressed into one of an array of blind holes drilled into a 5cm

diameter, 1.25cm thick disc of graphite. The disc was covered with graphIte

paper*, placed with a cylindrical graphite die with end-plungers and heated in

a hot-press containing a nitrogen atmosphere to the desired temperature for a

period of 30 mm under a uniaxfa l stress of 2000 psI. Temperature was

measured with a Pt/Pt—iORh thermocouple placed in a hole drilled in the

graphite die to the depth of the specimens. The thermocouple was rebeaded

after each experiment, and it could not be used above 1600°C in the

carbonaceous environment.

After cooling, each composition was examined for the characteristics of

melting. Below 1500°C, molten compositions formed spherical beads and above

1500°C the molten compositions appeared to wet the graphite surface.

Compositions which •exhbited incomplete melting and/or densification retained

* Grafoil , Union Carbide Corp.

3
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the shape of their container . Specimens and graphite discs were not reused;

new powder and containers were used for subsequent experiments.

When a composition was observed to melt, adjacent, new compositi ons were

mixed to replace those that did not melt for subsequent experiments at lower

temperatures. This procedure was Iterated until the lowest melting

composition, viz, the eutectic composition, was determined. Using two stacked

graphite discs, up to 46 compositions could be investigated in a single

experiment.

Once the lowest ternary eutectic was determined, the effect of CaO on the

melting temperature of this composition was determined by forming a series of

compositions in which CaO systematically replaced the MgO. Experiments were

conducted on this series to determine the composition with the lowest melting

temperature.

3. RESULTS

The melting experiments described above established three eutectics in the

S13N4-S12N20-Mg2SiO4-MgO system: 1) the Si3N4-Mg2SiO4 -

binary eutectic composition*, O.2S13N4 + 0.8Mg2SI04 at 1560°C, 2) the

S12N2O-Mg2SiO4 binary eutectic composition , 0.4S12N20 +

0.6Mg2SiO4 at 1525°C, and 3) the Si3N4-S12N2O—Mg 2SiO4 ternary

eutectic composition, 0.1SI3N4 + O.3S12N20 + O.6Mg2S102 at

1515°C. These eutectics and the extent of the observed boundary curves are

illustrated on the phase diagram shown in Fig. 1. The ternary eutectic in the

* Expressed as mole fractions

.4
4
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S13N4—MgO—Mg2S1O4 compatibility tr iangle was not determined because

experiments were not conducted above 1600°C.

The effect of substituting CaO for MgO on melting temperature of the known

ternary eutectic is shown in Fig. 2. The lowest melting composition in this

series occurs for the composlt~on O.].1Si3N4 + O.34Si02 + 0.55 (O.4MgO +

O.6CaO ) at 1325°C.

4. DISCUSSION

4.1 Eutectics,DensIfication and Microstructure

As expected, SI3N4 takes part in a generalized reaction with SiO2
and MgO to form eutectic melts. The ternary eutectic temperature observed in

this work is 50°C lower than the lowest eutectic In the MgO—Si02 binary

system.3’4 Lower eutectics might be expected in the

H S12N20-MgSIO4-Si02 portion of the system which was not explored in the

present work. Since SI3N4 alloys are fabricated at temperatures >1650°C,

liquid phase sintering phenomena appear, as expected, to be responsible for

densification .

Neglecting the effects of impurities for the moment, composite powder

(S13N4, MgO, Si02) compositions In the Si3N4-S12N2O-Mg25i04
compatibility triangle may form transient, non—equilibrium liquids during

heating due to lower temperature eutectics outside of the system studied here,

but once equilibrium Is obtained , a liquid will only exist above the system’s

ternery eutectic of 1515°C. the volume fraction of the liquid can be

increased by either Increasing the temperature or shifting the composition

toward that of the eutectic. When impurities such as CaO are included , the

composition no longer rests within the Si3N4—S1O2—Mg3N2-MgO system,



Rockwell International ’
Science Center

SC5099.1IR
viz, reactions including CaO must be considered as depicted by the

hypothetical equivalence diagram shown in Fig. 3. The shaded compositional

element in this hypothetical phase diagram could represent the compatibility

element for the compos it ions discusse d above wh ich Includes CaO as an

Impurity. Although the element ’s eutectic is presently unknown, the resu lts

of melting experiments shown in Fig. 2 for composition along the broken line

in FIg. 3 illustrate that the eutectic temperature could be <1325°C. Thus,

the effect of CaO would be to lower the temperature where the composite

powders would react to form a liquid. At temperatures higher than the

e lement’s eutectic, the content of the liquid would increase as the content of

the CaO was increased. Other impurities coninonly associated with Si3N4
powder, e.g. oxides of Al and Fe, could have similar effects. Thus, in

general , impurities will lower the temperature where the first equilibrium

liquid would be observed. Densification kinet ics should therefore depend not

only on gross composition (e.g. Si3N4. Si02 and MgO contents) , but also
on impurities .

When densification is achieved at the fabrication temperature, the liquid

will begin to solidify as the temperature is lowered. The last bit of liquid

will solidify at the eutectlc temperature defined by the composition ’s

compatibility element. The sub—solidus microstructure of these polyphase

• materials will depend on a number of different factors, e.g. if crystalline

phases solidify during cooling, the amount and type of secondary crystalline

phases will depend on the composition of the starting powders and the

sub-solidus phase relations. The configuration of the secondary phases will

depend on interfacial energy considerat ions and their volume fraction as

defined by rules of phase equilibria. If the liquid solidifies as a glass , it

6
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• i~r~Is not unreasonable to suggest tht its composition and melting temperature may

approximate that of the eutectic since It would be the last to solidify . For

this case, the sub—solidu s microstructure would represent the frozen,

super-so lidus microstructure .

4.2 Eutectics and Mechanical Properties

Since a liquid phase will alter all sub—solidus mechanIcal properties,

relations between the high temperature mechanical properties of polyphase

S13N4 alloys and their eutectics should be expected. If the secondary

phases are crystalline, a liquid will not reappear upon heating until the

eutectic temperature is reached. At this temperature, strength should fall

precipitlously as observed for SiC-Si compos ites.5 On the other hand, if

the secondary phases are amorphous , the mechanical properties might be

expected to gradually decrease as the eutectic temperature is approached , v is.

the viscousity of silcate glasses can begin to decrease several hundred

degrees prior to reaching their true melting temperature. In this case,

degradation of sub-solidus mechanical properties might be expected to begin

100°C-300°C below the eutectic temperature.

The effects of composition and Impurities on the high temperature strength

of S13N4/MgO alloys can be explained In terms of observed eutectics. The

line drawn between S13N4 and the ternary eutectic shown in FIg. 2

describes compositions containing a MgO/Si02 molar ratio of 1.6. The liquid

content above the eutectic (or the sub-solidus glass content) for a series of

composition with a fixed amount of S13N4 but var iable MgO/S102 will be a

max imum where the MgO/SIO = 1.6. Previous studies1 with three different

series of materials resulted In high temperature strength minima at a

7
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MgO/Si02 molar ratio between 1.5-2.0. These results are consistent with

the argument that all materials with each series contained a viscous phase at

the test temperature, and that the volume content of the viscous phase was

maximized at a MgO/Si02 molar ratio of 1.6.

Stuides have also shown that the high temperature strength of a

S13N4/MgO alloy decreased In proportion to the amount of CaO intentionally

added to the starting composition to simu late and study the effect of

impurities.2 Previous explanations for this effect have been that CaO will

decrease the viscosity of the amorphous phase.2’6’7 But as pointed out by

Powel l and Drew8 and observed by Turkdogan and Bills ,9 CaO and MgO have

very similar effects on the viscosity of silicate glasses. In light of the

current work, a more consistent explanation is that the CaO will increase the

volume content of the viscous phase according to the phase equilibria

considerations discussed above .

The discussion resulting from the present work concerning the effect of

composition , Impurities and eutectics on fabrication , m icrostructure and

mechan ical properties should generally apply to all S13N4/metal oxide

polyphase alloy systems, and to all polyphase systems in general. When an

impurity in a ‘single—phase ’ material exceeds its solid-solubility limit , the

material must be considered polyphase, which ininediately invokes phase

equilibria consieratlons to explain fabrication , microstructure development

and properties.

8
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FIGURE CAPTIONS

Fig. 1 Phase diagram of the SI3N4-Si02-MgO system Illustrating the
eutectics and the extent of boundary curves determined in the present
work. Sub—solidus tie lines were determined previously.1 The
seven master compositions are represented by full circle.

Fig. 2 The join between the ternary eutectic, O.11Si3N4 + O.34SiO2
+ O.55MgO and its CaO counterpart, Illustrating the results of
melting experiments .

FIg. 3 Phase diagram of theSi3N4_Si0~_Mg3N2~MgO-Ca3N~-CaO
system illustrating the shaded hypothetical compatibility element
Si3N4_Si2N~O_CaMgSiO4-MgSiO4. The broken lineIllustrates the join shown in FIg. 2

11
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EVIDENCE FOR CAVITATION CRACK GROWTH IN S13N4

F. F. Lange
• Structural Ceramics Group

Rockwe ll International Sc ience Center
Thousand Oaks, California 91360

Above a given temperature, which appears to depend on gross

composition~~ and impurities ,(2~
3) , polyphase S13N4 materials

exhibits subcritical crack growth.~
4’5’6~ S ince some S i3N4 materials

are known to contain an amorphous phase,~
7’8’9~ and recent work has shown —

that certain compositions fabricated In the Si3N4-Si02—MgO system

containing CaO impurities can have eutectics <14O0°C,’
~’°~ the formation

and linking, of cavities in the liquid phase ahead of a crack has been

suggested as a mechanism for slow—crack growth.’
~
4’11’12~ Observations

presented here confirm this mechanism .

Specimens used for a previous study,~
1
~ fabricated with composite

powders containing a fixed mo lar content of S13N4 and different MgO/Si02
mo lar rations were fractured in 4-pt bending at 1400°C ‘in air , coole d to
room temperature and subsequently fractured again with a chesile to reveal the

microstructure underlying the high temperature fracture surface. Fracture

surfaces were examined with a SEM.

The high temperature fracture surface appeared oxidized to different

degrees depending on Its composition (see Ref. 1). Areas of slow—crack growth

simi lar to those previously reported could easily be identified for

J/0588A/cb
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compositions with a MgO/Si02 <2. Typically, these areas contained thin

wedges of material of different sizes and shapes which were torn away from the

main fracture surface, but still firmly attached at one end (see Figures 3

and 4, Ref. 11). That is , the wedges were formed by a large secondary crack

which undercut a volume of material. The large crack—opening displacement

indicated that a large amount of non—elastic deformation was associated with

• both the material within the wedge and the secondary crack. Areas of fast

crack growth appeared relatively smooth at low magnificatons. At higher

magnifications , the topography of both the slow and fast crack growth areas

were indistinguishable. As shown in Fig. 1, the topography was formed by the

long prismatic Si 3N4 grains , which appeared to undergo extensive

separation from one another, coated with a fluid— like material which could

represent the oxidation product produced during fracture at 1400°C.

• Triple—point voids within the liquid phase were comon features. These voids

could have been produced by the separation of the grains during fracture

and/or subsequent oxidation .

Observations of the room temperature fracture surfaces adjacent to the

high temperature fracture surfaces were most revealing. The microstructure

beneath the high temperature fracture surface contained many voids and large

separations between adjacent grains as shown in FIg. 2. Qualitative

observations indicated that the thickness of material containing the large

void content increased for materials with compositions closer to the ternary

eutectic within the Si3N4-Si2N2O—Mg2SiO4 comt atibi lity triangie~~
’
~

(e.g., either by decreasing the Si3N4 content, or by shifting toward a
MgO/SiO2 ratio of 1.6). Within a given material , maximum void contents were

observed beneath the area of slow—crack growth. It was difficult to discern a

J/0588A/cb
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concentrated void phase for materials in which slow-crack growth was not

strongly evident (i.e., material s with a MgO/SiO >3). By observing

areas at higher magnifications , evidence was obtained for what appeared to

have been a viscous phase between grains which had separated during fracture

at 1400°C. Figure 3a illustrates the room temperature fracture surface of

an apparent v iscous phase “pocket” containing a large void. Fig. 3b

Illustrates “stringers” between t.o separating grains analogous to the

stringers produced by printers Ink between two separating plates . Figure 3b

illustrates the complete separation of two grains with the remanants of the

viscous phase adhering to the separated surfaces. This latter observation was

the most frequent of the three. Attempts to etch away the apparent viscous

phase with HF were inconclusive because of the difficulty associated with

relocating the same area and the presence of etching debris.

In the occasional specimen, the room temperature fracture surface would

cut through one of the torn wedges to reveal the microstructure of the

materi al ahead of the secondary crack. As shown by the example in FIg. 4, the

secondary crack had propagated by the formation and linking of voids ahead of

the crack.

The evidence presented here clearly illustrates that slow—crack growth in

polyphase Si3N4 occurs by cavitation . Evidence is also presented showing

that a liquid can be part of the high temperature microstructure of these

polyphase materials and that cavitation appears to initiate within the liquid

phase. These observations support an earlier hypothesis that slow-crack

growth occurs ~y accelera ted creep(4~1]~l2) in the high stress field ahead
of the crack to produce cavities , which in turn , link together to result in

crack extension .

J/0588A/cb
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Fig. 1 Fracture surface topography produced at 1400°C showing separated ,

long, prismatic grains of Si3N4 coated with an apparent liquid

phase.

Fig. 2 Cavitation and grain separation of material underlying 1400°C

fracture surface in polyphase Si3N4.
Fig. 3 Apparent viscous phase between separating grains of Si3N4

(ar rows ). Observations on room temperature fracture surface w ithi n

highly cavitated zone underlying 1400°C fracture surface.

Fig. 4 Example of cavitation crack growth in polyphase S13N4.

a) Intersection of room temperature and 1400°C fracture surfaces

showing wedge separating from high temperature fracture surface.

b) Higher magnification of secondary crack which produced wedge of

materi al .

J/0588A/cb
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GRAINS BY SOLUTION-REPRECIPITATION
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F. F. Lange
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~~STRACT

The penetration of a viscous liquid, initially located at three grain junctions,

to locations between grains Is modeled using a solution-reprecipitation mode of material

transport and fracture mechanics concepts to derive the chemical potential

driving force. Estimates of the time required to completely penetrate

grain boundaries In hot-pressed Si 3N4 are obtained by using diffusion data for

the transport of Si in liquid silicates and by relating the diffusion coefficient

to viscosity through the Stokes-Einstein relation. Both approaches estimate

short penetration periods (< 30 seconds) under moderate stresses for liquid

silicates near their melting temperature. For such conditions , the liquid

sil icates can be considered for all practical purposes (e.g. for modeling creep

phenomena) as a thin layer between ad,jacent grains. 
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INTRODUCTION

Clarke and Thomas0~ have recently shown through the use of high resolution

electron microscopy (viz, lattice fringe imaging) that the amorphous phase

in hot-pressed Si3N4 is predominantly observed at grain j unctions and only

occasionally observed as a very thin layer between adjacent grains. Al though

these observations may not represent the average microstructure at elevated

temperatures due to the restrictions concerned wi th the observation (e.g. the

probability of having grain pairs in the proper orientation , etc. ) and the
fact that a triple point phase may increase its vol ume fraction by reacting

with the grains above the sol idus temperature, these observations represent,

in the least, location of the amorphous phase when its vol ume fraction decreases

to zero.

The degradation of the high temperature mechanical properties of hot-pressed

S13N4 has been qual i tat ively explained as being caused by a viscous, amorphous

phase which allows under an applied stress the separation and sliding of the [
relatively rigid grains)2’3’4~ Both qualitative and quantitative models used

to explain the role of the visous phase assume that it exists as a thin layer

between the rigid grains. Most of Clarke and Thomas ’~~ observations are

contrary to thi s assumption, and thus a reappraisal of the role of the viscous

phase located only at grain junctions appears relevant.

The purpose of this work is to obtain an estimate of the time required for

the viscous liquid , assumed only to be located initially at grain junctions ,

to move between the grains under the action of an applied stress by a solution-

reprecipitation phenomenon where it might pl ay a role in the deformation process

assumed by current thinking.

_ _  
_ _  
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MODEL

The high temperature micros tructure of the two—phase material , consisting

of solid grains with a viscous (e.g. silicate) liquid at triple points is

schematicall y shown in Fig. la. This is similar to the majority of the

microstructural observations of Clarke and Thomas~~~, except their amorphous

phase is now assumed to be a viscous liquid. Al though the compl i ance of

the composite body Is l ikely to change as the triple—point phase rapidly changes

viscosity , the parting of grain centers in the direction of an applied tensile

stress , and thus nonelastic deformation phenomena is limi ted to solid state

processes until the liquid completely penetrates between the grains. The

questions thus posed are: (a) How can the liquid penetrate between the grains?

(b) What Is a reasonable period to accomplish this penetration under test

conditions?

A reasonable answer to the question of liquid penetration lies wi th the

differential chemical potential of the solid material caused by a magnification of

the applied stress at the cusp positions relative to the flatter positions

along the solid- liquid interfaces as shown in Figure lb. The differential

chemical potential will cause the solution of material at cusp positions and

a reprecipitation at flatter positions to change the shape (but not the volume)

of the liquid inclusion such that it penetrates between the grains.

Liquid penetration can be considered as the growth of a liquid -filled crack,

where the rate l imiting process is assumed to be the diffusion of the dissolved

sol id at the crack front through the liquid to positions of l ower chemical

potential . Using this approach , the change in the stress intensity , and thus

the chemical potential , at the cusp position with Increasing penetration can be
handled using fracture mechanics concepts.

2
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As shown in Fig. lc , the crack front, defined by a radius of curvature of

molecular dimensions, can advance by dc when an incremental vol ume

dV 2pZdC V0dn. (1)

is dissol ved and transported to surfaces away from the crack front by the

molecular flux

l d n
~~~~~~~~~~~ (2)

V0 is the molecular vol ume and dn is the incremental number of molecules transported.

Thus, the velocity of liquid penetration is

dc .....~~j (3)0 •

Following Stocker and Ashby~
5
~, the molecular flux is related to the chemical

potential gradient vu by

(4)
V0 kT

where DL diffusion coefficient of the dissolved species in the liquid, CL
is the dimensionless molecular fraction of the dissolved material in the liquid

and kT has the usual meaning.

The chemical potential gradient 7u = is assumed to be constant along the

l ength of the crack, i.e. ~x = c. The differential chemical potential ~u is

3
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A u 1 u _ u 0 2 k T }_.~~ AaV0 , (5)

where a and a0 are the activities of the solid at the crack front and at the

remote liquid-solid surfaces, respectively. The differential stress Aa = am - a0,

where am is defined by the ingi is~~ relation

2a
a(

~)1~
2 (6)

and a0 is the stress at the remote liquid-solid surfaces. Since am >>

/\l /2
= a m 2aa (~

- )  . (7)

Combining these relations,

2 DC aI L a  -1/2 (8)— - 
kT p 1 ’~

2

and thus , the rate of liquid penetration is

dc 
= 

2VODLCLaa -1/2c . (9)
~
“ kT “‘

The time, t~, for the liquid to completely penetrate the grain boundary

(i.e. a distance of G/2) can be determined by integrating equation (9):

tp 
= 

3 V D C  [(G/2)
3/2 

- (c~)3/21 (10)

Since G is usually > C0,

4 
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tp 3VoDLCL(~: 
(IG/2)31’2 (11)

ESTIMATING PENETRATION TIME FOR POLYPHASE Si3N4

Penetration times can be estimated for polyphase S13N4 by substituting into

equation (11) reawriable values for the various factors. Factors known without

much ambiguity are the molecular volume of S13N4 (V0 = 7.3 x lO~~ m3/molecule)

• and the average grain size (G io
_6 

m). Recent work by the author has

shown that the ternary eutectic compositions close to the Si 3N4-Mg2SiO4 tie line

contain —0.1 mole fraction of Si 3N4, suggesting a reasonable val ue of CL 
= 0.1.

Val ues of crack front radius can be estimated from the lattice fringe imaging

micrographs published by Clarke and Thomas~~~, suggesting a val ue of p = lO ’
~ in.

Two approaches can be used to estimate the coefficient of diffusion , 0L’ First,

it can be assumed that the liquid is a complex silicate containing much of the

impurities as indicated by Auger ana1ysis~
7’8~ and that the diffusivity is

governed by the mobility of the slowest moving ion or radical . Second, It can

be assumed that the diffusivity is determined by the Stokes-Einstein equation

which relates the coefficient of diffusion to the viscosity of the liquid. Both

of these approaches will be di scussed to estimate t~.

In the first approach , the coefficient of di ffusion for the slowest moving

ion is sought. As indicated in Frlschat’s~
9
~ recent review of diffusion in glasses,

relative to other coninon constituents, Si (or (S 1O4Y’4 radicals) has the lowest

mobility , both above and below the glass transition temperature. Diffusivity

data for Si is limi ted to measurements on a calcium—aluminum—silicate slag which

has similarities to the Ca-Mg-Al silicate glass compositions believed to be

present in polyphase Si 3N4~
7’8~. These measurements~~

0) indicate a coefficient

of diffusivity for Si of lO’’2to 10~~ m
2/sec at temperatures between 1350°C and

1450°C. Choosing I = 1623°K (1350°C), D io~
2 m2/sec and aa = 70 

MPa5
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(10,000 psi), t 1 sec.

In the second approach, the Stokes-Einstein relation

01 8riV0
1”3 (12)

Is substituted Into equation (11); r~avtscostty. 0orernus~~
’T
~has discussed the limi tations

of using the Stokes—Einstein relation In predicting diffusivity , but he indicates

its approximate validity for predicting the mobility of Si in silicates .

Stocker & Ashby~
5
~ are more adamant in the general use of the Stokes-Einstein

relation for predicting D
~
. Thus, substituting equation (12) into equation (11)

one obtains

1/28np
= 

213 (G/2) / . (13)
~ 3v0 CLaa

The results of equation (13) are illustrated in Figure 2 which plots

penetration time vs viscosity for an appl ied stress of 35, 70 and 150 MPa

• and values for the other factors given above. This figure shows

that complete penetration of the viscous silicate between the grains can occur

in relati vely short periods under moderate stresses, viz, one hour for a

viscosity of — l0~ poise and < 30 sec. for viscosities in the melting range.

This latter condi tion is in agreement with the first approach to estimate t~
using known diffusion coefficients for Si in a molten silicate glass.

These penetration times can be considered as upper bound estimates for two

reasons . First , a l inear chemi cal potential function has been assumed ;

penetration times would be much less If, for example , a parabolic function was

assumed. Second, the calculation neglects the stress field interaction of the

6
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opposing liquid-filled cracks, that eventually meet near the ~~~~~~~~~~~~
grain boundary. The interacting stress fields would increase the value of

am from that assumed in Eq. (6) and therefore decrease the penetration time.

Thus, penetration times obtained by either Eqns. (11) or (12) can be

consIdered as upper bound estimates.

In conclusion, it has been shown that if the glassy phase within a ceramic

is only located at grain junctions, the vi scous glass can penetrate

between the grains by a sol ution—reprecipitation process. Estimates for the

period in which the viscous l iquid can completely penetrate can be obtained

using either equation (11) when the diffusion coefficient of the slowest moving

species is known or equation (13) when the viscosity Is known. It has been

estimated that when the glassy silicate approaches its mel ting temperature, the

penetration period under relatively low stresses is of the order of several

seconds for materials with a grain size 1 urn. For this condi tion, it is

reasonable to chose deformation models in which the microstructure consists of

rigid grains, separated by a fluid. Such models may Invoke liquid di ffusivity

of the Nabarro-Herring type (5) and/or fluid flow/cavitation ~,henonena~
3
~ to

• explain the deformation kinetics . On the other hand , when either the liquid

diffusivity is low , e.g. <lO _16 
m2/sec or the viscosity is high , e.g. > lO~ poises ,

penetration periods will be >10 hrs. and model s invoking solid state processes

(e.g. volume and/or grain boundary diffusion) must be used to explain , at leas t,

early stage deformation phenomena.
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FIGURE CAPTIONS

Figure 1 Schematic of polycrystalline microstructure containing a viscous

l iquid at grain junctions.

Figure 2 Time (tn
) for liquid to completely penetrate be~ween grains

versus viscosity 0f liquid silicate
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REACTION OF IRON WITH S13N4 MATERIALS TO PRODUCE SURFACE PITTING

F. F. Lange SC5099. lIR
Structural Ceramics Group

Rockwell International Science Center

The purpose of this note is to show that surface pits result from the re-

action of Fe with most S13N4 alloys fabricated with MgO, whereas pitting does

not resul t for certain S13N4 alloys fabricated wi th V203.

Singhal~~ has shown that the long term oxidation of coniiiercial SI3N4
fabricated with MgO leads to degradation of flexural strength rangIn~ from

30% for periods )‘ 300 hrs. at 1100°C to 60% for > 100 hrs at 1375°C. Large

surface pits formed during oxidation appear responsible for the degradation,

e.g. pits are coninon fracture origins and strength can be regatned after

removing the_ pits by surface grinding.~~ Similar, but less extensive oxi-

datlon/strength testing of St 3N4 fabricated within the 513N4—512N20—Y2S1207
system only leads to ~ 15% strength reduction for oxidation periods up to

400 hrs. at l3750C(2); surface pitting was not observed for this material.

The formation of surface pits during oxidation suggests the presence of

heterogeneously distributed reactive sites. Sources for such sites could in-

clude aggregated second phases, large contaminate particles introduced during

fabrication, and furnace debris. Al though aggregated second phase particles

are likely sources for S13N4 hot-pressed with MgO*, the effecc of large con-

taminate ~,artic1es was sought in the present work.

* As detailed e1sewhere~
3
~, the magnesium compounds present in S13N4-MgO alloysare not compatible with Si02, the oxidation product of S13N4.
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A number of large , metallic appearing particles were located on the surface —

of coninercial NC132 S13N4 with l ight microscopy. As shown in Fig. 1 , the particles

were typically aggregated; aggregated sub-surface particles could be observed

with crossed polars. Each group of particles were relocated in a SEM and identi-

fied with the aid of EDAX. All particles consisted of Si , W and Fe; a few also

contained Ni , Cr and/or Co. Others~
4’5

~ have reported observing similar con-

taminates in hot-pressed S13N4. W5i2 is a coninon contaminate due to the WC media

used to mill the powder prior to hot-pressing. Fe is a coninon contaminate; It is

added by some workers(6) to increase the nitriding rate in producing Si3N4 powder.

Short period oxidation tests at 1300°C and 1400°C indicated greater re-

activity at the impurity sites which could be relocated, but due to the ambi-

guity of relocating most of the sites beneath the oxide scale, a second group

• of experiments were conducted. In the new experiments, small particles (
~ 200um)

of Fe were placed on the surfaces of different S1 3N4 materials. Emphasis was

pl aced on Fe due to the volatile nature of tungsten oxides. The Si3N4 materials

Investigated included NC132 Si3N4
*, a series of materials containing 0.83 mole

fraction Si3N4 with different MgO/5i02 molar ratios (see ref. 3), and Si3N4

fabricated with 0.840, 0.055, and 0.105 mole fraction of Si3N4, Y203 and S102,

respectively (see ref. 7). Each specimen was oxidi zed at 1400°C for periods up

to 4 hrs.

For the series of materials with different MgO/Si02 molar ratios, the

surface reaction at the site of the Fe particle ranged from no apparent reac-

tion for the material with a MgO/Si02~0.l , to a glassly reactive zone containing

a shallow pi t for 0.1 < MgO/S102 < 0.5, to a highly reactive, deeply pitted area

for MgO/S102 <0.5 as illus trated in Fig. 2. The reactive area for NC1 32 Si3N4

* Norton Co., Worchester, Mass.

2 
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was similar to the material within the series with a MgO/Si02 0.5. Surface

cracks, presumed to form during cooling, were observed wi thin all reactive

zones. As shown in Fig. 3, no apparent reaction occurred for the Si3N4/Y203/

Sb 2 material.

These resul ts show that surface pitting produced during the oxidation of

S13N4—MgO alloys can be caused by heterogeneously distributed Fe contaminates

and that the reactivity/pitting increases as the MgO/S1 02 molar ratio is

increased. Previous studies~
3
~ have shown that when MgO/Si02 > 2, the equili-

brium secondary phases are S12P420 and Mg2SiO4 and when MgO/Si02< 2, the secondary

phases are Mg2SiO4 and MgO. Non—equilibrium magnesium—silicate—nitrogen glasses

are presumed to be present also. The reacti on in oxidi zing environments between

Fe and the secondary phases is presumed to involve FeO and Si02, the oxidation

products of Fe and Si3N4, respectively, and the equilibri um/non—equilibri um

• magnesium phases present in Si 3N4-MgO alloys . Such reactions can produce re-

latively low temperature eutecticsJ8~ The absence of significant reactivity

in the Si3N4/Y 203/5i02 material indicates a tolerance for Fe contamination in

this system without severe oxidation/strength degradation.
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Fig. 1 SEM micrograph of ground and partially polished surface of NC132
S13N4 illustrating aggregated incl usions consisting of Si , W and Fe.

Fig. 2 SEM micrograph of surface pit and reactive zone formed during the
oxidation (1400°C/l/2h) of a Fe particle on hot-pressed Sl ?4A with
a composition containing 0.83 mole fraction SI3N4 and a Mgø/3102molar ratio of 5.

Fig. 3 SEM micrograph illustrating relatively little reaction bet~~vi Feparticle and Sb~N~/Y,O~/SiO2 material after oxidation at l400°C/4 hr.
Part of iron oxide p~rtic1e has been removed to illus trate reactivesurface.

5
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DENSE SILICON NITRIDE CERAMICS: FABRICATION AND INTERRELATIONS

WITH PROPERTIES

F. F. Lange

-
• 

Rockwell International Science Center

Thousand Oaks, California 91360

- 
• 

l.INTROOUCTION: GENERAL TECHNOLOGY

Powder routes are used to fabricate dense S13N4. çfforts
to sinter pure S13N4 powder have not been successful(1),
presumably due to insugfj~~ent volume diffusivity, decompositionat temperatures ~—~ 85O Ct’) and volatilization caused byactive oxidatlont3) in the low oxygen partial prç~sures requi red
to prevent the formation of S102. Deeley et al.V’) discovered

- that S13N4 could be fabricated by hot—pressing powders con—• tam ing a densification aid. Today, many metal oxides and some
- nitrides are known densification aids. Although hot—pressing

• currently results in a superior product, the feasibility of
- pressureless ~i ntering with a densificati on aid has been• demonstrated(~~

8) . 
-

Densification of S13N4 powder with the aid of a metal
- 

I 
- oxide is generally attributed to the presence of a liquid formed• at high temperatures accordi ng to the general reaction:

• S13N4+Si02
+ metal oxide + impuri ties~ Si3N4 + Liquid (1)

where S102 is present either as a surfac e l ayer on each parti c le
or as S12N20. Neglecting possible mass losses caused by

• volatilizat ion, the composition of the liquid and equilibrium
fraction of solid S13N4 will depend on the composition of the
starting powder, the phase equilib ria of the composite system, and
the densification temperature. The apparent role of the liquid is

1 

• j ~~
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to promote mass transport by the solution-reprecipitation of
Si3N4, which results in the disappearance of the voids and
thus, densification .

Upon cooling , the liquid solidifies : Si3N4 + Liquid~S13N4 + secondary phases. The number, chemistry and content
of the secondary phases depend on the composition of the starting

• powder, and the phase relations in the composite system. Non—
equilibrium phases, e.g. glassy silicates , are observed.(9—l2)
In addition , the crystal structure of S13N4 can be expanded or
contracted by the concurrent substit~tit~n of certa in metal cations
for silicon and oxygen for nitrogen.t13) As expected, the
secondary phases and the solid—solution alloyin9 of S13N4 can
significantly influence all properties. (14,15,16)

The present day manufacture of dense S13N4 can be divided
into three steps: 1 ) manufacture of S13N4 powder by reac ting
sil icon with nitrogen, 2) preparation of powder for densification
by adding the required densificati on aid and reducing the particle
size by milling , and • 3) densiflcation of the composite powders by
either hot—pressing or sintering. The exact mechanics of each
step have been developed through Individual experience; commerical

- practice is proprietary. The principal objective here will be to
show the known and/or hypothetical interralation between these
three steps through the development of microstructure and
properties.

2. POWDERS

• 2.1 Silicon: The Raw Material

Silicon, the second most abundant terresti al element, is
commercially produced in carbon—electrod furnaces by a
thermochemical reaction between crushed quartzite rock and high
purity coke. Excess 5i02 prevents the formation of SiC. The
molten Si is tapped, cas t cooled and pulverized to produce a
crude powder that is ~98% pure. Acid washing can increase the
purity to 99.5%. Further purification requires the synthesis of
a volatile silicon compound. Needless to say, as indicated by

• chemical analysis , most current producers of S13N4 start with
ac id washed,’crude ’ silicon.

The major cation impurities in ‘crude ’ s ilicon are Fe, Al , Ca
and Mg wh i ch reflect the major impurities in the raw materials and
the iron imp lements used for pulverizing . Oxygen is the major
impurity in silicon powder. Of the major impurity cations listed
above , only Al does not form a su icide . It can be presumed that
the major impurities can be present as su icides , ox id es or
complex silicates.

2 
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2.2 S13N4: The Starting Powder

Although S13N4 powder can be produced by vapor phase
reacti on_usinq volatile s ilicon compounds , onl y the current ,
commercial process of reacting silicon powder with nitrogen will
be discussed.

It is obvious that the oxygen partial pressure in the
nitriding environment should be less than that required to form
Si0~. A less obv ious corrolary is that the proper nitri~ing
environment defi nes the conditions of active oxidation (1~

), i.e.
the formation of volatile SiO. As seen below, SiO appears to play
an important role in the nitriding process.

- 

Experience has shown that the reaction of nitrogen with pure,
semiconductor grade silicon does not go to completi on, viz, very
little S13N4 is formed 

~~~ 
reasonable reaction periods. The

- wo,k of Atkinwn et al.1.l~
) has shown that S13N4 nuclei

first form on the pure si’’con surface. As summarized in Fig.
• 1, these nuclei grow across the surface by a vapor phase reaction

--  which is evident by the concurrent growth of surface pits between
the nuclei. Reaction is prematurally terminated when the growing

• 

- 
nuclei impinging on one another cl9~~t~g the Si surfac e from
further reaction. Atkinson ç

~ 
al. I.’°) suggest that Si is the

volatile species , but Lange( ’~
) pointed out that SiO vapor is

- 
more probable. The proposed cyclic reaction, which i nvolves the

-~~ active oxidation of Si, the reaction of 510 with N2 to form
- •  

S13N4 with the concurrent release of oxygen is shown in Fig. 1.

S13N4 - 3S1O+2fl24~St 3N4+1.5O2t

I: NUCLEI
1 

1.502~~\ f~

~~~~~~~~~~~~~~~~ ~~~~~~~ 
~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~~ .~~~~~~~~~~~~ - - : •

TIME IN N2, LOW Po2 ATOMSPHERE

FIGURE 1

3
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Reaction kinetics are greately enhanced when one of a number
of different matal nitriding aids are added to semiconductor grade
silicon.(~

0 22) High reaction kinetics are also observed for
acid—washed ‘crude ’ sil icon which contains the desired con-
taminant. The role of the nitriding aid is still uncertain , but

• several rules are apparent. First , the nitride of the metal
• additive must have a hi gher free energy of formation thair

- S13N4 . For example, the formation of Mg3N~ and ALN is
more favorable than S13N4 and neither Mg nor Al are nitriding

• aids; conversly, both Fe and Mn are good nitriding aids. Second,
• the nitriding aid is only effective above the metal—Si eutectic

— temperature. These rules suggest that particles of the metal
F 

- - -  nltriding aid reacts with the surrounding silicon particles to
form a silicon-rich liquid in equilibrium with the remaining

-- silicon . The active oxi dation of the metal—silicon liquid
-: produces volatile 510 which reacts with N2 to form S13N4.

As active oxidation depletes the metal—Si liquid of silicon , the
l iquid further dissolves the surrounding silicon to maintain an
equilibrium composition . In this manner, the metal—Si liquid

-
~

- ‘eats ’ its way through the surrounding silicon unhampered by
surface closure, producing volatile SiO to form Si3N4 by a

- vapor phase reaction.

- Most S13N4 powders produced by nitrid ing contain the two- -

hexagonal crystal structures, x- and 8-S13N4. Since either
structure can be produced from the other by a 180 rotation of

- -  two SI containing stacking planes (viz. B (abab.. . )-‘~ (abcd... 
=

abqe ... )), the- transformation requires reconstruction (e.g.
• through soluti9n and reprecipitation). Although both structures

are well known t23 26), their thermodynamic interrelation is
still in question. This is a critical question since high cz-Qhase

• — powders are required to produce the tough, strong mat~r ia1. (2’)
• Experience suggests that nitriding temperatures <1325 C result

• in high a/B ratios . Since the reaction is exothermic , ~he volume
of the material is important for temperature- control.1.20) Other
factors also appear important. Most investigators agree that
a—S13N4 forms through vapor phase reactions.

The oxygen content (the major impurity in most powders, with
- -  the possible exception of unreacted silicon ) is controlled by the

nitriding environment (furnaces with porous refractories usually
- result in high oxygen contents). Oxygen çQn~ents have been
- 

observed to range between 0.4 to 4.0 wt%.1.’9) If it is assumed
that the oxygen is in the form of S1O2, this range converts to• 2-14 mole% Si02. That is , Si02 is a powder constituent that
cannot be negl ected.

4
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• 2.3 Powder Preparation

The cake of Si3N4 formed by nitriding must be reduced to
powder by pulverizing and milling . The metal oxide(nitride)
densificat~on aid(s) are usually mixed with the Si3N4 powderby liquid mill ing with tungsten carbide milling media. Polymer
mill jars help to eliminate contaminanants other than carbon.
Sil icon nitride can be hydrolyzed to some extent by the liquid
mill ing agent, e.g. Si3N4 milled in water produces strong
anmon ia odors. Dry alcohols reduce this tendency.

The dried, milled powder can be air-classified to minimize the -
number of large, un—m illedaqglomerates and much of the dense
tungsten arbide contamination. Large contaminate particles or
Si3N4 agg+omerates left in the composite powders can be carried
through to the dense material and ac~ a~ flaws to Increase the
observed scatter in strength values .1.30)

3.PHASE RELATIONS

3.1 Densification Procedures

The composite powders ar~ usually h8t-pressed in graphite dies
• at temperatures between 1650 C and 1750 C for several

hours under 28 MPa (4000psi) pressure. Boron nitride slurries are
• 

• 
used to coat the graphite parts to ease material removal. Liners

- -  made of graphite paper are more des i rab le for this purpose since
the BN becomes embedded in the surface of the hot-pressed billet.
Cold—press ing the composite powder in steel dies prior to placing

• them in the graphite dies eliminates the possibility of con-
H tamination with -loose graphite particles.

Pre—pressed powder shapes to be pressureless-sintered are
embedded within ejth~r S13N4 powder or loose powder of thesame composition .1.S~°) This technique minimizes weight lossesdue t volatilizat i on to values ~~ wt%. At temperatures
<1800 C, v9j~ti1ization appears to be caused by activeoxidation .t~

) Thus, techniques which minimize the availability
of oxygen to the powder are required to minimize compositional
changes and to max imize the sintering phenomena.

3.2 Densification Kinetics and the a~3 Convers ion

Densification kinetics of S13N4 powder hot-pressed with
the aid of ~~ mole% MgO (5 wt~l has been obtained by Terwilligerand Lange,(31) and Brook et al.1.~

2). Terwilliger and Lange
obtained apparent acti~ation energies in the range of 700 kJ
mole— ’ (1500 C to 1700 C) and illustrated that the
densification kinetics of both high a and high B powders are

_  
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similar for compdrable powder proce~slng. Brook et al. re8orts —

• . activation energies of 700 kJ mo1e~ at temperatures <1550 C
and 450 kJ mole ’ at temperatures >1550°C. They suggested
that liqu id phase sintering occurs In the higher temperatures
regime. Both groups show that the densificatiort kinetics
Increases linearly with applied pressure (7 to 35 MPa) and with
the IlgO content (3 to 28 mole% MgO). Neither group investigated
the effect of S10~ (e.g. in terms of the 1490/5102 

molar ratio)
on the densification kinetics. Adequate correlations- have not
been made between densiftcation kinetics and the content of the
liquid phase responsible for densification .

• Th~ a6 conversion is concurrent with densification. Brook
- et al.(32) obtained the same activation energies f~r the

- conversion as they obtained for densification, strong ly suggest ing
that the mechanisms responsible for mass ~~~sport are the same
for both phenomena. Both Iskoe and Lange1.~~

) and Brook et al.
- have shown that the a-’B conversion occurs at a slower rate

• relative to densificátion, i.e. full densification can be achieved
prior to full a-8 conversion. Full densification only requires

• the mass transport of a porti on of the initial powder, therefore
• 

- -  
much of the a-~ conversion should take place after den—

- -
• 

sification.

Lange(27) was the first to recognize that an equiaxed grain
-~~ morphology was obtained with high B starting powders and a fibrous

grain morphology resulted from a high a starting powder. The
-- 

fibrous microstructure results In a higher fract~irQ toughness andstrength relative to the equiaxed microstructure1.2’). Thus,
- high a —S I 3N4 starting powders are requjre~ to obtain optimum
- mechanical properties. Iskoe and Lange1.33) observed that the

growth of a fibrous microstructure is concurrent with the c&~8conversion. Based on these observations and the assumption that
-~~~ grain growth perpendicu)~r to the fiber axis (c-axis) could be
-~~~ neglected, it was shown1.~

2) that the aspect ratio (R) of the
— fibers would depend on the initial a/B ratio:

R 1 +  a/B. (2)

This relation was obtained by assuming that the growth of the
grains occurred by the preferential solution of the a particles

- and reprecipitaion of Si3N4 on pre—existing B particles. In
add ition, the distribution of fiber diameter should be the same as
the initial particle size distribution . This model suggests that
both the fiber diameter and aspect ratio and thus the mi cro-
structure of hot-pressed Si3N4 can be controlled by the size

- distributi on and the a/B ratio of the starting powder.

- 6 
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3.3 Sub-Sol idus Tie Lines and Known Eutectics

Initial phase studies neglected the 5102 content of the
Si3N4 powder and assumed a simple binary, Si3N4/metal
ox ide, system. Many 9f these initial results are erroneous.
Gauckler and Petzow ’.3’~J pointed out that phase relations shouldbe considered in terms of the reciprocal reaction ;

S13N4+ ~~
. M20~ 3Si02 + 

~ 
M3N,~ (3)

and thus, for the general case (neglecting impurities and valence
changes), - - -

2S13N4 + ySiO2 + I120~
+(y+3)Si02 + . 113H4 + (z-l ) S13N4

reaction products (4)

Therefore, the reaction products should be represented in the
Si~N4~Si02—M2Ox-Pi3Nx pseudo-quaternary system (x 

= metal ’s
vaTence state).

Compositional changes due to volatilization and the solidi-
• fication of nitrogen—silicates as glasses are two problems

encountered in determining the phase equilibria of Si N systems.
Because of these and other difficul ties, many investi~a~.ors
refer to their results as behavioral diagrams, i.e. indicative of
what would be observed using methods of fabricating dense S13N4.

Although different investigators are not in exact agreement,
apparent sub—sol idus phase relations (i.e. behavioral diagrams)

- are known for limited, but important compçsitioçal areas in the -

following sXstems: Si3N4—Si02-A1203-ALtI,’34’35J , ~i3I14-SiO2—BeO_Be3N2(3b,37)
~ Si3~.I4—SiO2—Al 2Q3—ALN-BeO2-Be3N2, ~13) Si3114-SiO2—y2O3—Th (l4l.~~’

3
~
) Si3~I4—Si02-Ce2O3-CeN (

40), and Si31~4-- - SiO~-Mg0_P1g3N2.~ I 3!The latter three, represented by the
- -  

conventional , partial mole fraction plot, are i llustrated in
Figs. 2 and 3a. The 

~~~~~~~~~~~ 
portion of these three -

systems are presently uflkiiow?f. X
3.3.1 Si3N4—S102—Y203 System

The S13N4-S1Q2—X2Q3 system has been investigated by
three groups~

14 ’~~’~~
) . The composition of the apatite phase is

• still in question . Figure 2a shows the apatite phase with the
vacancy composition Yg O(Si03.5N.5)6D2 which is
consistant with the generalized vacancy , site—occupancy/charge
balance formula observed for rare-earth, oxy-apatites:
Lfl8+2~+.67~ (SIO 4_xNx)6 O,~ 

where O<y<2 and
0<2x+.67y<1.33. Placement of the nitrogen in the tetrahedral

• si tes is consistan~ w~th Morgan ’s bonding studies for
nitrogen—apatites. ~4lj
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- 3.3.2 S13N4—Si02—Ce203 System

Compositions in the S13N4-Si02—Ce203 system can be
obtained by the generalized reduction/oxidat ion reaction:(40)

I2Ce02+ySi02+zSi3N4~’6Ce2O3+(3+y)SiO2+(Z-l )Si3N4+2N2+
reaction products

In this case, the Ce02 is reduced to Ce203 and the oxygen
released during this reduction oxidizes some Si3N4 to S102.Thus, the use of Ce02 limits the composition of the products to
Ce203/5i02 molar ratios < 2. Due to this compositional -

limit , the two expected phases (based on an analogy with the
S13N4—Si02—Y203 system) , Ce2S13N4O3 and

• 

- Ce4S1207N2 have not been fabricated . The compound• CeS 1O2N, h~s the same crystal structure observed for
YSiO2N.~

42) The exact composition of_the nitrogen apatite, 
- -

- 

• 

r S te~~~~~~g. 2b as Ce10(S1O 367N 33) 6
t~2 (=Ce5(Si04)3N) is

3.3.3 - Si 3N4— S i02— tigO System

The sub—sol idus •phase relations for the Si N4 S1O2-MgO system
is shown in Fig. 3a. Recent mel ting experimen~s 

(43) have
establ ished three important eutectics in this system: 1) the
Si 3N~41g~Si011. binary eutectic composition, 0.2 Si~N4 + 0.8 Mg2SiO4

• at lS6O°t, 2J the Si2fl20—Mg2SiO4 binary eutectic composition ,
0.4 Si2N2O + 0.6 Mg2SiO4 at 1525°C , and 3) the Si 3~!4-Si~N~O—Mg2SiO4
ternary compos ition, 0.1 S13N4 + 0.3 Si211120 + 0.6 Ma2SIO2 at 1515°C.

In addition, •the effect- of CaO on lowering the ~çrçar~eutectic melti ng temperature has been investigated.~~
3) This

- -  work , surnarfzed itt Fig. 3b, was performed by mixing the
ternary eutectic with a similar Si3114—Si2M2O-Ca2SiO4 compositi on

-- and determining mel ting temperatures for the composite powders.
As illus trated in Fiq. 3b, at temperatures >1325 C, a liquid

• should be present in dense compositions within the -

Si3N4—Si 2N~O-Mg~SiO4 compatib~1ity triang
le when GaO

is present as an impurity.

4. PROPERTIES: RELATIONS TO COMPOSITION

4.1 Mechanical Properties

The need for a-Si3N4 powders to develop the fib rous
mi crostructure important for high toughness and strength has
already been discussed above (Section 3.2). The development of
the fibrou s grain structure under an applied axial pressure during
hot-pressing l eads to texturing ,(27 ) v iz, a greater proportion
of the fibers are aligned perpendicular to the hot-pressing
directi on . All bulk properties exhibit anisotropy caused by

- 
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textur ing, e.g. flexural strengths are 20% greater for bar —

specimens cut perpendiçu1~r to the hot—pressing direction relativeto parallel specimens.t27)

Mechanjcal property degradation occurs at high tern-.
peratures.44) The temperature where degradation begins depends
on composition. Three compositional effects are known. His-

- tor ically, the effect of impurities was observed first. (44,45)
As clearly demonstrated by Iskoe et al.(46), of the major cation
impurities found in S13N4, Ca produces the most significant
degradation for material densifled with the aid of MgO. The
second compositional effect is that due to changes in the major
powder cçnstituents as expressed by the MgO/Si02 molar

- 
ratio (15J for compositions in the Si3N4—Si02-.MyO system,.

- As illustrated in Fig. 4, the flexural strength at l400”C for
- a series of materials containing a fixed molar content of

- Si3N4 exhibits a minimum at MgO/Si02 2, i.e. for

MgO/S102 MOLAR RATIO

O 0.25 0.5 1 2 4 8
I I I I i1000 — — 140

- 25°C
— 120

~
j :::: 

~~ 

~

400 —

- !  - -40

200 — 1400°C 
— 20

- SERIES CONTAINING 0.83 MF Si 3N4

C I I L I I I o
.16 .14 .12 

- 
.10 .08 .06 .04 .02 0

Si02 CONTENT (MOLES)

FIGURE 4

• -



-- - -~~~~~~~~~-~~~~~~~~~~~~~~~~~~ -~~~ -~~~~~~~~~~~~~

Rockwell Internat ional
Science Center
SC5099.1IR

compositions close to the Si 3N4—Mg2SiO4 tie li ne ( see
Fig. 3a). These data (and similar results obtained for two other
series) clearly show the need to know the S102 content,
particu larly when small amounts of MgO are used for den-
sification. The third compositional effect is caused by major
changes In the d8nsification aid, e.g. higher strengths can be
obtained at 1400 C for certain compositions within the

• Si3N4—5i02—Y203 and Si~N4—SiO2—Ce2O3 systems
- relative to the compositions that have been fabricated in the

Si3N4—5i02-MgO system.

Many investigators have proposed that the degratatbon of
mechanical properties at high temperature is caused by a viscous
liquid located between the elastic Si~N4 grains. Models
proposed to explain creep and subcritical crack growth indicate
that both the v1scosi~~ ~nd volume content of the liquid areimportant parameters.Y17) Since a glassy phase is frequently
observe4 at triple points and occasionally between the Si~N4
gra ins,(12) it has been assumed that degradation will begin at a

Ti temperature where the glass is soft enough to act as a viscous
fluid , e.g. viscosities <107 poise. This assumption appears

- 
consistant with all facts. For example, recent observations have
shown that subcritical crack growth (a phenomenon associated wi th

• strength degradation in polyphase S1 3N4) occurs by cavitation
and that a tacky phase is 9bS~rved between the grains associatedwith extensive cavitation .~

48)
0 Since the softening point of asilicate glass is usually —200 C below its melting tem-

perature, the question of greatest concern is: What is the
compositi on and melting temperature of the glass? An answers to

— 
this question mi ght be obtained by studying the phase equilibrium
of- the relavent system. -

Since the eutectic composition solidifies last, it mi ght be
expected that the glass composition is close to the eutectic

- •  
composition . Thus, both the composition and melting temperature
of the glass can be approximated by that of the eutectic. If it
Is assumed that the glass composition is the same as the eutectic,
then its volume content can be calcu lated using the lever rule.

- W ith this train of thought, we can now examine what mi ght be
expected for compositions in the 513N4—Si02-MgO system.

Let us choose a composition in the Si3N4—Si2N2O—
Mg2SiO4 compatibility triangle (Fig. 3a) and assume that• equilibrium is reached at the fabrication temperature as ev ident

- Th3’ complete c~ ~ B conversion . During cooling , Si3N4 and one of
the other two phases will pr~cipitate from the liquid until the
eutectic temperature of 1515 C is reached . At this tem-
perature the eutectic liquid is assumed to solidify as a glass .
The volume content of this glass will depend on the total
composition relative to the eutectic composition . Using the lever
rule, it can be shown that the volume of g lass is max imum for

12 
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compositions with a MgO/Si02 molar ratio of 1.6. If CaO were
added as an impurity, the eutectic of interest would lie in the
Si3N4—Si2N20-Mg~SiO4—CaMgSiO4 compatibility element
shown in Fi8. 5 and the last drop of liquid would not solidify
until —1325 C as shown by the data In Fig. 3b*.

• This reasoning can be used to interpret the effects of both
impurities and the MgO/Si0~ ratio on the high temperaturestrength of compositions within the Si3N4—Si02-MgO system.
Impurities such as CaO will both lower the eutectic temperature and • -•

change its composition to promote larger volume contents of the
- • visc8us phase. Compositions that exhibit the lowest strength at

1400 C (MgO/Si02 2, see Fig. 4) are approximately the same
as those that contain the largest amount of viscous phase

• (MgO/SiO~*l.6), indicating a close correlation between observed
and predlrcted behavior.

It should be noted that in- the absence of a glassy phase a
liquid would form at the eutectic temperature. Its volume content

- will be governed by the lever rule and the temperature above the
• eutectic. Degradation of mechanical properties as a function of

temperature will be more rapid relative to the slow degradtaion
observed for materials containing a glass (the viscosity of the
glass will decrease as the eutectic temperature is approached,
whereas in the absence of a glass , a liquid will not appear until
the eutectic temperature). Thus, even in the absence of a glass
phase, degradation should be expected above the eutectic -

temperature.

• 13
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4.2 Oxidation

The high temperature passive oxidation kinetics of polyphase
S13N4 materials can exhibit extreme variations. These
variations can be attributed to compositional effects. Three
general compositi onal effects have been observed Involving 1)
impurities, 2) unstable secondary phases and 3) reactions
between the Si02 formed during oxidation and the secondary
phases.

• The effect of impurities can be divided into two c~tegories:
• 

-- homogeneously distributed impurities and he~r~geneous1y dis-tributed impurities. Oxidation experiments~
4
~’) with S13N4

• densified with MgO show that the homogeneously distributed
- -  impurities such as Ca and Al diffusion from the bulk to the
- - silicate surface scale in an attempt to minimize chemical

• - potential. differences. The contamination level within the bulk
• material can significantly influence the oxidation kinetics as

ind icated by the different oxidation rates of relatively impure
HSllO S13N4 and the purer form of this comerc1~l mater ial
manufactured by the Norton Co., NC132 S13N4.(~U) Evidence

- indicates that a portion of the oxide scale was liquid at the
- ox i dation temperature, suggesting that ~he impurities promote theformation of low temperature eutectlcs.t49) Hetrogineously• distributed impurities in the form of aggregated inclusions of

- (W ,Fe)-silicides rapidly react with the silicate surface scale on
- S13N4 materials hot-pressed with MgO to form surface

- pits.(51 .’ These pjt~ can drastically reduce the material
1 s

-- flexural strength.It S~) Since a §ilpi lar reaction is not observed
for S13N4 fabricated with Y203,(Dl) it can be concluded

• that the reaction of the Fe with the S13N4-MgO polyphase
- -

• material produces a low temperature eutectic which locally
-

. 
accelerates the oxidation kinetics to produce a surface pit.

All of the quaternary phases in the S13N4—Si02—Y203
- -  system exhibit non—passive oxidatipn kinetIcs, e.g. Y,Si3N4O3

exhibi t linear oxidation .•kinetics.l~l4) These comnounas-
are unstable in high temperature oxidizing atmospheres relative to

• Si3N4. In addition , all Ce—compounds in the Si3N4
Si02-Ce203 system, inc luding the Ce-silic~~e~,- oxidize toCe02+Si02 at relatively low temperatures.~~U) The presenceof the unstable yittrium phases in polyphase Si3N4 can cause
considerable material degradation in an elevated temperature
regime where Si3~4 exhibits very little oxidation , i.e.between 800-1200 C. In this regime, the mo l ar volume change
of the oxidized , unstable phases produces surface cracks which
exposes more mater ial to ox id ati on and quickly results in a
general dissinegration of the bulk. The S13N4 rema i ns

- 
14
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unox idized. In this case, the unstable yittrium phases exhibits -_

30% increase in molar volume during oxidation. In the
S13N4—Si02—Ce203 system, polyphase materials containing
small amounts of the unstable Ce-silicate phases do not degrade
upon oxidation despite the observed surface oxidation of the
unstable phases. For this case, the molar volume increase of the
Ce—silicates is 8%. These observations suggest further studies
into the relations between volume changes produced by oxidation
and the stress distributions that arise in these polyphase

• materials.

Of all the polyphase Si3N4 materials examined, mater ials
fabricated In the Si3N4—S12N20—Y251207 compatibility
triangle (~çe Fig 2a) exhibit the greatest resistance to ox—idation .(1”) The apparent reason for this is the compatibility
of Si02, the oxidation product of Si3N4, with the secondary
phases, Y2S12O7 and 512N20, and the relatively high

- eutectic temperatures within this compositional area. When this
compatibility does not exist, as in the Si3N4—SiO2—MgO
system (see Fig. 3a), the secondary phases , e.g. Mg2SiO4, will
take part in the oxidation reaction to form silicates richer in

• 
- SiO~ as evident by the MgSIO3 phase observeg i~i the oxide

surface sca le of S13N4 fabricated with MgO.~
49) The dif-

fusivity during the Si02—second phase reaction should increase
the oxidation kinetics of Si3N4 as evident by the decrease in

--- - oxidation resistance of m~terials fabricated with increasingMgO/S10~ molar ratios.(TS

- 

- 5. . CONCLUDING REMARKS
It is obvious that phase equilibri a is a very powerful tool in

understanding the relations between fabrication , microstruc ture
development and properties. In developing these interrelations,
all chemical constituents must be considered. For example, it has
been shown that small amounts of impurities can produce large
eff ects . Knowing how the material is made Is essential in an—
ticipatirig improvements.

- : . 
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